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Samples received :

Aim of the test :

Determination of water absorption

Test conditions :

Water absorption
Standard IS0 9073-6 (2006) — liguid absorptive capacity
Method A piece of fabric is held under water for 1 min. After 2 min. of draining the
percentage of absorbed water is measured
Number of tests 5
Test conditions 20+ 2° Cand 57 +4% R.H.

The tests were finished in week 10/2019

The test results onfy apply to materials that correspond to the tested sample. Forgery will be legally p-1/2
prosecuted, just like partial repraduction without prior wiitten permission . Tests that are marked 19-0183-01
*are accredited. Advices and interprelations are not covered by the accreditation.




OBTAINED RESULTS
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Water absorption
. Mass after dripping . Water uptake
repetition| massd absorption %
P "y () (9) P g kg/m2=l/m?
1 27.012 47.982 77.63 20.97 2.10
2 27.983 47.56 69.96 19.58 1.96
3 28.1 48.786 73.62 20.69 2.07
4 26.95 47.05 74.58 20.10 2.01
5 27.103 46.95 73.23 19.85 1.98
Average 73.80 20.24 2.02
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